
MEG-Au.17.22     (0.72 ppm Au)
   n = 103 MAX = 0.747
   LABS AVG = 0.715 MIN = 0.674
   MEAN + 10% = 0.787 STDEV = 0.021
   MEAN - 10%  =0.644 %RSD = 2.9

   95% Confidence = 0.674 - 0.757

Ag As Ce Fe La Pb S Sb Zn
ppm ppm ppm % ppm ppm % ppm ppm
2.3 60 >500 3.6 1505 250 0.33 10 416

Source = 0.08 ppm Au, N. Sleeper pediment, Humboldt Co, NV
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